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Bentonite is a naturally occuring mineral. Often it has various properties that are greatly desired by the Cosmetic Industry.
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Bentonite is a naturally occuring clay mineral
and is primarily composed of montmorillonite.
When Montmorillionite bentonite absorbs water,
it exhibits unique characteristics through
swelling and stickiness. Millions of years ago,
volcanos were significantly more active
throughout the world. Bentonite is formed from
these large volcanic ash deposits. The
formulation of Bentonite is a naturally occuring
process, thus the minerals exhibit excellent
stability in their chemical formation.
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The Bentonite clay provides certain-term stabilization of the emulsion at the oil-water interface.
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By combining bentonite, emulsification can be achieved through stirring at room temperature. The emulsion

exhibits high thixotropy and stable viscosity.
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Emulsions with bentonite exhibit
stable emulsification.

The Gelling properties of thickening and thixotropy are provided by Bentonite.
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For viscosity types, HOJUN provide a variety of
Bentonite in line with inquiry.
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Bentonite adsorption is natural way to exfoliate skin.
Through applications of bentonite based cleansers, skin is kept healthy.
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Porphyrin score (4 weeks continuous use) evaluation / Combining Bentonite may provide skin ]
reduction in acne and other skin out breaks. Bentonite has been expected to assist in skin care. [}
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Combining Bentonite tends to stimulate improved skin turnover. Bentonite has been expected 0H 7TR{ER
to be effective in preventing blemishes and improving dullness. 7 days use
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BEN-GEL NEXT LU & Dispagel indicate the following skin effects:
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Tightening (continuous use for 4 hours) test / Combining Bentonite may provide
face smooth out skin and help eliminate any fine lines. Bentonite may tighten skin.
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Skin elasticity (4 weeks continuous use) test / Combining Bentonite may
provide cosmetics an improvement in skin elasticity.
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